Test Report Mo: GZFDO109400995FD-1 Date: Apr. 15, 2011

Client name BestSub Technologies Co
Clent address: Km 810 bxchange Square. Mo 268 Dongferg Zhong Road, Yuexiu District,
Guargehow, 510030, China

The fellowing sample(s) was/were submitted by! on behalf of the client as:

iple Marme: 1107 FOOTBALL MUG
Satch/Date: !

fanuizct ur gr: BestSub Technologies Co,, Ltd
t2m no. 120

SG5S rdf-\,rencﬂ na GAT004032042/CHEM
5G5S b ng JZ.—JEJ1GE4UDEIE,_.FE:--

[ C it Apr, 01, 2011

festing penod: Apr. 01, 2011 ~ Apr. 13, 2011

TEST{3) REQUESTED:

Sezlecied test(s) as requested by applicant:
: fied by client, with reference to European Council Directive 84/500/EEC & 2005/31/EC - Ceramic

; intended o come inte contacl with foodstufis requirements on lead and cadmium extracted by acetic
zcid from ceramic surfaces

TEST METHODR(S):
Asspecified in EEC Directive B4/A00VEEC & 200273 1/EC and EN1358:19498
Analysis was performed by Inductively Coupled '-"cz-ru 3 Atomic Ermission Spectrometer (ICP-AES

T '—S'r' I{E"'ULT(Sj:

FFeass : refer to next page.

o

L JN@LU&ION
niesled as specified, the submitted sample(s) comply with BEurppean Council Directive 84/500/EEC &

,-1!._(_, requirements on lead and cadmium L‘f.tfr_.utud by acetic acid from ceramic surfaces.

Zigned for and on behalf of 3G3

Authorized Signature
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Test Report

TEST RESULTIS):
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Al results were read directiy from ICP.
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Date: Apr. 15, 2011
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which can be filed, the internal depth of which doas

Cooxing ware, packaging and storage vessels having a capacity of more than three litres.
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Test Report Mo: GZFDO109400995FD-1 Date: Apr. 15, 2011

SAMFPLE DESCRIPTION: Ceramic cup

Photo Aooendix
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=G5 authenticate the photo on orniginal report only
*** End of Report®**
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