Test Report No: GZFDO091203757FD-5 Date: Jan. 05, 2010

Client name : BestSub Technologies Co., Ltd
Client address: Rm 8A01, Jinzhou International Business Center, No. 899 Jiefangbei Rd, Guangzhou,
510015, China

The following sample(s) was/were submitted by/ on behalf of the client as:

Sample Name: White Coated Mug
Batch/Date: /

Manufacturer. BestSub Technologies Co., Ltd
Others: No. B101

SGS reference no.: GZ0912119515/CHEM
SGS job no.: GZFDQ091203757FD-5

Date of receipt: Dec. 21, 2009

Testing period: Dec. 21, 2009 ~ Dec. 31, 2009

TEST(S) REQUESTED:

Selected test(s) as requested by applicant:

European Council Directive 84/500/EEC & 2005/31/EC — Ceramic articles intended to come into contact
with foodstuffs requirements on lead and cadmium extracted by acetic acid from ceramic surfaces.

TEST METHOD(S):
As specified in EEC Directive 84/500/EEC & 2005/31/EC. AnaIysns was performed by Inductively Coupled
Plasma Atomic Emission Spectrometer (ICP-AES).

TEST RESULT(S):
Please refer to next page.

CONCLUSION:

When tested as specified, the submitted sample(s) comply with European Council Directive 84/500/EEC &
2005/31/EC requirements on lead and cadmium extracted by acetic acid from ceramic surfaces.

Signed for and on behalf of SGS

nal

Authorized Signature
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Test Report No: GZFDO091203757FD-5 Date: Jan. 05, 2010
TEST RESULT(S):
Leachable Lead and Cadmium Content (Interior)
Category 2 PASS
W5 Depth Diameter Extract Volume Lead Cadmium
(mm) (mm) (ml) (mg/L) (mg/L)
1 84 73 330 <0.05 <0.01
2 84 73 330 <0.05 <0.01
3 84 73 330 <0.05 < 0.01
4 84 73 330 <0.05 < 0.01
& = - Limit 4.0 0.3

All results were read directly from ICP.
Remark: 1. < = Less than
2. Category 1
Articles which cannot be filled and articles which can be filled, the internal depth of which does
not exceed 25mm.
Category 2
All other articles which can be filled.
Category 3
Cooking ware; packaging and storage vessels having a capacity of more than three litres.

SAMPLE DESCRIPTION: Ceramic cup

Photo Appendix

LR, AN

SGS authenticate the photo on original report only
*** End of Report***

Page 2 of 2

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at http://www.sgs.com/terms_and_conditions.
htm and, for electronic formal documents subject to Terms and Conditions for Electronic Documents at WWW.SQS. comlterms e-document.htm. Attention is drawn to the ||m|tat|on of
@ froah

|thm the limits of Client's lnstruct\cns if any. The Company’s sole responsibility is toits Client and this document does not exonerate parties to a transaction
ghts and obligations under the transaction documents. This document cannot be reproduced except in full,without prior written approval of the Company.
, forgery or falsification of the content or appearance of this documentis unlawful and offenders may be prosecuted to the fullest extent of the law.

g results shown in this test report refer only to the sample(s) tested .
(2]

GZFD 026136
d | 198 Kezhu Road Scientech Park Guangzhou Economic&Technology Development Distret Guangzhou,China 510663  t (86-20) 82155260 f (86—2 )82075027 www.cn.sgs.com
. | RE T éﬁf?ﬁ?&%‘&[ﬂ-—;ﬁﬂﬁkﬂ%wsﬁ g 510663 t (86-20) 82155260 f(Bﬁ-20)82075027 & sgs.china@sgs.com

Member of the SGS Group (SGS SA)




	SGS-White coated mug01
	SGS-White coated mug02

